Montana Aviation System Plan - 2006 Update Inspection Photos

MILES CITY 7/18/06
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T-1B, crack & failed sealant

A-3, mechanical weathering of overlay A-4, manhole with cracks

Robert Peccia & Associates
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MILES CITY 7/18/06

T-2, valley drain

A-3A, overview A-5, overview

Robert Peccia & Associates
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T3-B, edge detail with crack & R-11, surface with scrape, ravelling
scraped duct marker & crack

T-7, overview R-21, overview

Robert Peccia & Associates
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R-21, overview

R-21, surface detalil

T-6, overlay

Robert Peccia & Associates
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PAVEMENT STRENGTH SURVEY/PAVEMENT CONDITION SURVEY

PAVE SoIL SUB | suBBASE BASE SURFACE PAVEMENT STRENGTH
IDEN'I:. CLASS GRADE COURSE COURSE COURSE OVERLAY MAX. GROSS LOAD (LBS) REMARKS
CLASS SINGLE‘ DUAL ‘DUAL TAN.
RUNWAYS
R—11 E-5 F5 CBR=7.1 | 45 GRAVEL| 6.5 AC |2 P-401, 1 402[ 38,000 | 55,000 | 85,000 | <235
R-11A | E-5 F5 CBR=7.1 | 45" GRAVEL| 6.5” AC 2" P—401 | 24,000 | 24,000
R—21 | CBR=7 6" COMP P-152| FABRIC, #7P=207 1" 5 57 P—401 24,000 <3<3<d
R—21A | CBR=7 5”7 GRAVEL 37 AC |27 P-401, 1" 402 24,000 | 24,000 7
TAXIWAYS
T—-1B [ CBR=7.1 6" GRAVEL 257 AC [3" AC P-609] 12,500 [ 12,500
T—2A | CBR=7.1 6” GRAVEL | 5.5” AC,P-609 | STREsS FABRIC, 20,000 <
T-3 | CBR=7.1 6” GRAVEL 25" AC |2” AC P—609| 38,000 | 55,000 | 85,000
T-3B 6" COMP P-152] FABRIG 5" P=207 | 5 5” pP—401 g
T—5A | CBR=7.1 57 P—201 P—609 P—609 12,000 | 12,000
T-6 | CBR=7 6" P—152| %8 T2 | 2.57 P—401 24,000 <3
T-7 | CBR=7 6" P—152| PS8 %7 | 2.5” P—401 24,000 4
APRONS
A—1 | CBR=7.1 6" GRAVEL 257 AC |2° AC P—609] 21,000 | 21,000
A—2 | CBR=7.1 57 P—201 |1” AC P-609| 12,500 | 12,500
A-3 | CBR=7.1 57 OGEM P—609 12,500 | 12,500
A—3A | CBR=7.1 SEE NOTE 2 57 OGEM TP-401 & P-625 | 28,000 | 28,000 <3
A—4 [ CBR=7.1 3" AC 17 AC P—609| 12,500 | 12,500
A—5 | CBR=7.1 HELIPAD 10" PCC <
REMARKS:

[>AIP—01, 1985, PFC ON RUNWAYS, TAXIWAYS, AND APRON
[2>3" AC WAS STATE HIGHWAY GRADE B MIX, P—625 COAL TAR SEAL.
[B>AIP—02, 1989, REHABILITATE PORTION OF APRON
[Z>AIP—05, 1998, RECONSTRUCT AND NARROW RUNWAY 4-22; RECONSTRUCT TAXIWAYS (T—6,T-7).
[B>AIP—006, 2001, REHABILITATE RUNWAY AND APRON.

[B>AIP—007, 2005, CRACK SEAL AND REMARK.
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1994 SURVEY AREA
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DATE OF PAVEMENT
STRENGTH SURVEY:

NOV. 30, 2004
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